
• 
. PRODUCT BULLETIN COVER-TEX BUllETIN NO: J-53C'I7 

DRYWALL ACCESSORY WALL TEXTURE DATE: 3-24-75 
PRODUCTS NON-ASBESTOS PAGE: l of 1 

APPROVALS: PRODUCING PLANT: QIAN«fC&K TEST BATCH 
~A ANA, 

ANTIOCH & SEATTLE. 
DATE: 

BULLETIN DESCRIPTION % POUNDS . GALWNS 
. 

220 Whiting 43.44 1000 

442. Talcron 44-31 21 72 500 ·I 
II 

21.7 Mica Serici:t.e "S" 11.03 100 i I 
I' 

446 Titanium Pil!lllent 1.09 25 I I 
056 Wvo.ie1 C1av 3.26 75 

Mi9 Wollastonite 1303 300 

102 Di Ammonium Phosphate 0,13 3 

022 Ammonium Bi Borate 0.13 3 

245 Methoce1 228 0.35 8 

453 Preservative 0.13 3 
I 

435 Casein 1.09 25 

164 Glyoxal 80% 0.30 7 I 
436 Staramic 747 2.17 50 

410 STPP 013 3 

TOTAL 100.00 2302 
: . , ·"~,.:-- .. 

MAN!JFAGTURING INsrR!JCTIONS: .::..; .j "! 

1. Mixing time shall be 8 minutes minimum and 12 minutes maximum, 
2. Blank out asbestos warning on sacks, 

QJALITX OONIROL: 

TM-lA Viscosity, 100 gm cone @ 5 sec., 
200 gm per 150 cc water 30- 40 mm 

TM-JA Bond Equal to Standard 

0 f?<::lV 71 ~ 

KG2000777 ,I 


